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WELDING INSPECTION REPORT
Resident Engineer:Siegenthaler, Peter Report No: WIR-018441

Address: 333 Burma Road Date Inspected: 04-Dec-2010
City: Oakland, CA 94607

Project Name: SAS Superstructure OSM Arrival Time: 700
Prime Contractor: American Bridge/Fluor Enterprises, a JV OSM Departure Time: 1100
Contractor: American Bridge/Fluor Enterprises, a JV Location: Job Site

CWI Name: Mike Johnson and Pat Swain CWI Present: Yes No
Inspected CWI report: Yes No N/A Rod Oven in Use: Yes No N/A
Electrode to specification: Yes No N/A Weld Procedures Followed: Yes No N/A
Qualified Welders: Yes No N/A Verified Joint Fit-up: Yes No N/A
Approved Drawings: Yes No N/A Approved WPS: Yes No N/A

Delayed / Cancelled: Yes No N/A
Bridge No: 34-0006 Component: Orthotropic Box Girder

Summary of Items Observed:
Caltrans Office of Structural Material (OSM) Quality Assurance Inspector (QAI) Joselito Lizardo was present at 
the Self Anchored Suspension (SAS) job site as requested to perform observations on the welding of components 
for the San Francisco Oakland Bay Bridge (SFOBB) Project.

This QA was scheduled to be present at the job site today per ABF work schedule. QA arrived at the job site and 
talked to the ABF foreman Rick Clayborn. The foreman informed this QA that unexpectedly, no welders showed 
up for the job except those that were working with him for the SAS temporary tower. 

There were five ABF QC that were present at the job site but due to nonappearance of the welders today, some of 
the QC just did paper works/reports except for John Pagliero who was observed performing Ultrasonic Testing 
(UT) and Magnetic Particle Testing (MT) at OBG 7E/8E LS1, LS2 and LS3 longitudinal stiffener plate splice butt 
joints and Steven Mc Connell who was observed performing UT at OBG 4E-PP27-E3-1, 2, 3 & 4 lifting lug access 
holes restoration. 

There were no other welding activities noted except the ones mentioned above.
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WELDING INSPECTION REPORT
( Continued Page 2 of     )2

Summary of Conversations:
No significant conversation today.
Comments
This report is for the purpose of determining conformance with the contract documents and is not for the purpose 
of making repair or fit for purpose recommendations.  Should you require recommendations concerning repairs or 
remedial efforts please contact SMR Nina Choy, 510-385-5910, who represents the Office of Structural Materials 
for your project. 

Inspected By: Lizardo,Joselito Quality Assurance Inspector

Reviewed By: Levell,Bill QA Reviewer
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